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THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CLIENT AS :

SAMPLE DESCRIPTION " VULCAMIX®OH-GR.

COLOR . BROWN.

COUNTRY OF ORIGIN . CHINA.

BUYER . BROOKS SPORTS.

SAMPLE RECEIVED . 2010/07/30.

TESTING PERIOD : 2010/07/30 TO 2010/08/04.

SAMPLE SUBMITTED BY . TAIXIANG RUBBER (SHEN ZHEN) CO., LTD..

--- PLEASE SEE THE NEXT PAGE FOR TEST RESULT(S) ---

Jerry Tung / Supervisor
Signed for and on behalf o
SGS Taiwan Limited

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the
Company. [RIEFHEA » IR &S RIEERIE R AT - AWM E R NREEFAT > AATE R -

This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm.
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the
Company's findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate
parties to a transaction from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this
document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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TEST RESULT(S) :
TEST ITEM(S) UNIT METHOD MDL | SPEC |RESULT|CONCL.

MICROWAVE DIGESTION

TOTAL CADMIUM ppm CP.OES ANALYSIS 2 <100 nd. | PASS
TOTAL LEAD
(12 YEARS AND UNDER) ppm EN 14602 2 <60 nd. | PASS
4.4-DIAMINODIPHENYLMETHANE(MDA) | ppm GCIMS 3 | <1000 | n.d. | PASS
POLYVINYL CHLORIDE(PVC)** FTIR n.d. nd. | PASS
BIS(TRIBUTYLTIN)OXIDE** ppm ISO 17353 0.015| n.d. nd. | PASS
PHTHALATES
BUTYL BENZYL PHTHALATE(BBP) ppm ASTM-D3421 30 n.d.
BIS(2-ETHYLHEXYL) PHTHALATE(DEHP) | ppm ASTM-D3421 30 n.d.
DIBUTYL PHTHALATE(DBP) ppm ASTM-D3421 30 n.d.
DI-ISO-DECYL PHTHALATE(DIDP) ppm ASTM-D3421 100 n.d.
DI-N-OCTYL PHTHALATE(DNOP) ppm ASTM-D3421 30 n.d.
DI ISONONYL PHTHALATE(DINP) ppm ASTM-D3421 100 n.d.
DI-ISOBUTYL PHTHALATE(DIBP) ppm ASTM-D3421 30 n.d.
¥ PHTHALATES ppm — | <1000 | n.d. | PASS

NOTE 1 : mg/kg=ppm

NOTE 2 : MDL = METHOD DETECTION LIMIT.

NOTE 3 : n.d. = Not Detected.

NOTE 4 : *=THE SUBSTANCE WAS CALCULATED BY THE TEST RESULTS OF TRIBUTYL TIN.

NOTE 5 : ** = THE TEST(S) WAS/WERE SUBCONTRACTED TO OTHER SGS LABORATORY.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the
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This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm.
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the
Company's findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate
parties to a transaction from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this
document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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** END OF REPORT **
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